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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
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and Supplementary Figs 8–10).

0 20 40 60 80 100
0

4

8

100

10–1

10–2

 

1/
T 1

 (m
s–

1 )
1/
T 2

 (�
s–

1 )

33.5 T
28.5 T

15 T
15 T

T (K)

In
te

ns
ity

 (a
rb

. u
ni

ts
)

 

15 T

 

0

0.02

0.04

0.06

15 T

 

 

 

 

0 50 100 0 50 100
1.0

1.5

2.0

33.5 T

28.5 T

T (K)

 

 

T (K)

a

c

e

b

d

f

g

�

Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
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consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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The identity of the fundamental broken symmetry (if any) in the
underdoped cuprates is unresolved. However, evidence has been
accumulating that this state may be an unconventional density
wave. Here we carry out site-specific measurements within each
CuO2 unit cell, segregating the results into three separate elec-
tronic structure images containing only the Cu sites [Cu(r)] and
only the x/y axis O sites [Ox(r) and Oy(r)]. Phase-resolved Fourier
analysis reveals directly that the modulations in the Ox(r) and Oy(r)
sublattice images consistently exhibit a relative phase of π. We
confirm this discovery on two highly distinct cuprate compounds,
ruling out tunnel matrix-element and materials-specific systemat-
ics. These observations demonstrate by direct sublattice phase-
resolved visualization that the density wave found in underdoped
cuprates consists of modulations of the intraunit-cell states that
exhibit a predominantly d-symmetry form factor.

CuO2 pseudogap | broken symmetry | density-wave form factor

Understanding the microscopic electronic structure of the
CuO2 plane represents the essential challenge of cuprate

studies. As the density of doped holes, p, increases from zero in
this plane, the pseudogap state (1, 2) first emerges, followed by
the high-temperature superconductivity. Within the elementary
CuO2 unit cell, the Cu atom resides at the symmetry point with
an O atom adjacent along the x axis and the y axis (Fig. 1A,
Inset). Intraunit-cell (IUC) degrees of freedom associated with
these two O sites (3, 4), although often disregarded, may actually
represent the key to understanding CuO2 electronic structure.
Among the proposals in this regard are valence-bond ordered
phases having localized spin singlets whose wavefunctions are
centered on Ox or Oy sites (5, 6), electronic nematic phases
having a distinct spectrum of eigenstates at Ox and Oy sites (7,
8), and orbital-current phases in which orbitals at Ox and Oy are
distinguishable due to time-reversal symmetry breaking (9). A
common element to these proposals is that, in the pseudogap
state of lightly hole-doped cuprates, some form of electronic
symmetry breaking renders the Ox and Oy sites of each CuO2
unit cell electronically inequivalent.

Electronic Inequivalence at the Oxygen Sites of the CuO2
Plane in Pseudogap State
Experimental electronic structure studies that discriminate the
Ox from Oy sites do find a rich phenomenology in underdoped
cuprates. Direct oxygen site-specific visualization of electronic
structure reveals that even very light hole doping of the insulator
produces local IUC symmetry breaking, rendering Ox and Oy
inequivalent (10), that both Q ≠ 0 density wave (11) and Q = 0
C4-symmetry breaking (11, 12, 13) involve electronic inequi-
valence of the Ox and Oy sites, and that the Q ≠ 0 and Q = 0

broken symmetries weaken simultaneously with increasing p and
disappear jointly near pc = 0.19 (13). For multiple cuprate com-
pounds, neutron scattering reveals clear intraunit-cell breaking of
rotational symmetry (14, 15, 16). Thermal transport studies (17)
can likewise be interpreted. Polarized X-ray scattering studies
reveal the electronic inequivalence between Ox and Oy sites (18)
and that angular dependent scattering is best modeled by spa-
tially modulating their inequivalence with a d-symmetry form
factor (19). Thus, evidence from a variety of techniques indicates
that Q = 0 C4 breaking (electronic inequivalence of Ox and Oy) is
a key element of underdoped-cuprate electronic structure. The
apparently distinct phenomenology of Q ≠ 0 incommensurate
density waves (DW) in underdoped cuprates has also been reported
extensively (20–27). Moreover, recent studies (28, 29) have dem-
onstrated beautifully that the density modulations first visualized
by scanning tunneling microscopy (STM) imaging (30) are in-
deed the same as the DW detected by these X-ray scattering
techniques. However, although distinct in terms of which symmetry
is broken, there is mounting evidence that the incommensurate
DW and the IUC degrees of freedom are somehow linked micro-
scopically (13, 16, 19, 31, 32).

Significance

High-temperature superconductivity emerges when holes are
introduced into the antiferromagnetic, insulating CuO2 plane
of the cuprates. Intervening between the insulator and the
superconductor is the mysterious pseudogap phase. Evidence
has been accumulating that this phase supports an exotic
density wave state that may be key to its existence. By in-
troducing visualization techniques that discriminate the elec-
tronic structure at the two oxygen sites with each CuO2 unit
cell, we demonstrate that this density wave consists of periodic
modulations maintaining a phase difference of π between ev-
ery such pair of oxygen sites. Therefore, the cuprate pseudo-
gap phase contains a previously unknown electronic state—
a density wave with a d-symmetry form factor.
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The identity of the fundamental broken symmetry (if any) in the
underdoped cuprates is unresolved. However, evidence has been
accumulating that this state may be an unconventional density
wave. Here we carry out site-specific measurements within each
CuO2 unit cell, segregating the results into three separate elec-
tronic structure images containing only the Cu sites [Cu(r)] and
only the x/y axis O sites [Ox(r) and Oy(r)]. Phase-resolved Fourier
analysis reveals directly that the modulations in the Ox(r) and Oy(r)
sublattice images consistently exhibit a relative phase of π. We
confirm this discovery on two highly distinct cuprate compounds,
ruling out tunnel matrix-element and materials-specific systemat-
ics. These observations demonstrate by direct sublattice phase-
resolved visualization that the density wave found in underdoped
cuprates consists of modulations of the intraunit-cell states that
exhibit a predominantly d-symmetry form factor.

CuO2 pseudogap | broken symmetry | density-wave form factor

Understanding the microscopic electronic structure of the
CuO2 plane represents the essential challenge of cuprate

studies. As the density of doped holes, p, increases from zero in
this plane, the pseudogap state (1, 2) first emerges, followed by
the high-temperature superconductivity. Within the elementary
CuO2 unit cell, the Cu atom resides at the symmetry point with
an O atom adjacent along the x axis and the y axis (Fig. 1A,
Inset). Intraunit-cell (IUC) degrees of freedom associated with
these two O sites (3, 4), although often disregarded, may actually
represent the key to understanding CuO2 electronic structure.
Among the proposals in this regard are valence-bond ordered
phases having localized spin singlets whose wavefunctions are
centered on Ox or Oy sites (5, 6), electronic nematic phases
having a distinct spectrum of eigenstates at Ox and Oy sites (7,
8), and orbital-current phases in which orbitals at Ox and Oy are
distinguishable due to time-reversal symmetry breaking (9). A
common element to these proposals is that, in the pseudogap
state of lightly hole-doped cuprates, some form of electronic
symmetry breaking renders the Ox and Oy sites of each CuO2
unit cell electronically inequivalent.

Electronic Inequivalence at the Oxygen Sites of the CuO2
Plane in Pseudogap State
Experimental electronic structure studies that discriminate the
Ox from Oy sites do find a rich phenomenology in underdoped
cuprates. Direct oxygen site-specific visualization of electronic
structure reveals that even very light hole doping of the insulator
produces local IUC symmetry breaking, rendering Ox and Oy
inequivalent (10), that both Q ≠ 0 density wave (11) and Q = 0
C4-symmetry breaking (11, 12, 13) involve electronic inequi-
valence of the Ox and Oy sites, and that the Q ≠ 0 and Q = 0

broken symmetries weaken simultaneously with increasing p and
disappear jointly near pc = 0.19 (13). For multiple cuprate com-
pounds, neutron scattering reveals clear intraunit-cell breaking of
rotational symmetry (14, 15, 16). Thermal transport studies (17)
can likewise be interpreted. Polarized X-ray scattering studies
reveal the electronic inequivalence between Ox and Oy sites (18)
and that angular dependent scattering is best modeled by spa-
tially modulating their inequivalence with a d-symmetry form
factor (19). Thus, evidence from a variety of techniques indicates
that Q = 0 C4 breaking (electronic inequivalence of Ox and Oy) is
a key element of underdoped-cuprate electronic structure. The
apparently distinct phenomenology of Q ≠ 0 incommensurate
density waves (DW) in underdoped cuprates has also been reported
extensively (20–27). Moreover, recent studies (28, 29) have dem-
onstrated beautifully that the density modulations first visualized
by scanning tunneling microscopy (STM) imaging (30) are in-
deed the same as the DW detected by these X-ray scattering
techniques. However, although distinct in terms of which symmetry
is broken, there is mounting evidence that the incommensurate
DW and the IUC degrees of freedom are somehow linked micro-
scopically (13, 16, 19, 31, 32).

Significance

High-temperature superconductivity emerges when holes are
introduced into the antiferromagnetic, insulating CuO2 plane
of the cuprates. Intervening between the insulator and the
superconductor is the mysterious pseudogap phase. Evidence
has been accumulating that this phase supports an exotic
density wave state that may be key to its existence. By in-
troducing visualization techniques that discriminate the elec-
tronic structure at the two oxygen sites with each CuO2 unit
cell, we demonstrate that this density wave consists of periodic
modulations maintaining a phase difference of π between ev-
ery such pair of oxygen sites. Therefore, the cuprate pseudo-
gap phase contains a previously unknown electronic state—
a density wave with a d-symmetry form factor.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
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temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).

0 20 40 60 80 100
0

4

8

100

10–1

10–2

 

1/
T 1

 (m
s–

1 )
1/
T 2

 (�
s–

1 )

33.5 T
28.5 T

15 T
15 T

T (K)

In
te

ns
ity

 (a
rb

. u
ni

ts
)

 

15 T

 

0

0.02

0.04

0.06

15 T

 

 

 

 

0 50 100 0 50 100
1.0

1.5

2.0

33.5 T

28.5 T

T (K)

 

 

T (K)

a

c

e

b

d

f

g

�

Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).

0 20 40 60 80 100
0

4

8

100

10–1

10–2

 

1/
T 1

 (m
s–

1 )
1/
T 2

 (�
s–

1 )

33.5 T
28.5 T

15 T
15 T

T (K)

In
te

ns
ity

 (a
rb

. u
ni

ts
)

 

15 T

 

0

0.02

0.04

0.06

15 T

 

 

 

 

0 50 100 0 50 100
1.0

1.5

2.0

33.5 T

28.5 T

T (K)

 

 

T (K)

a

c

e

b

d

f

g

�

Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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Outline
1. The low T pseudogap:

STM observation of predicted 
        d-form factor density wave

2.The high T pseudogap:
A metal with topological order:
        the Fractionalized Fermi liquid: FL* 

3. Connecting high and low T:
Density wave instabilities

4. Quantum critical point near optimal p:
A Higgs critical point
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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SU(2) gauge theory for underlying quantum critical point

S. Sachdev, M. A. Metlitski, Y. Qi, and C. Xu, Phys. Rev. B 80, 155129 (2009)
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SU(2) gauge theory for underlying quantum critical point

Assume field R is non-critical.

• Fermion  , transforming as a gauge SU(2) fun-
damental, with dispersion "k from the band struc-
ture, at a non-zero chemical potential: has a
“large” Fermi surface.

• A SU(2) gauge boson.

• A real Higgs field, H, transforming as a gauge
SU(2) adjoint, carrying lattice momentum (⇡,⇡).
Condensation of the Higgs breaks SU(2)!U(1),
and transforms the large Fermi surface to a small
Fermi surface.

S. Sachdev, M. A. Metlitski, Y. Qi, and C. Xu, Phys. Rev. B 80, 155129 (2009)

D. Chowdhury and S. Sachdev, arXiv:1412.1086



SU(2) gauge theory for underlying quantum critical point

• The quantum critical theory is the Higgs transi-
tion where the gauge “symmetry” breaks from
SU(2) down to U(1), in the presence of a Fermi
surface of fermions carrying fundamental SU(2)
charges.

• The Higgs condensation does not give the fermions
a “mass”; instead it reconstructs the Fermi sur-
face from large to small.

• The quantum phase transition has no gauge-
invariant “order parameter”, and it does not
break any global symmetries.

S. Sachdev, M. A. Metlitski, Y. Qi, and C. Xu, Phys. Rev. B 80, 155129 (2009)

D. Chowdhury and S. Sachdev, arXiv:1412.1086
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SU(2) gauge theory for underlying quantum critical point

• The quantum critical theory is the Higgs transi-
tion where the gauge “symmetry” breaks from
SU(2) down to U(1), in the presence of a Fermi
surface of fermions carrying fundamental SU(2)
charges.

• The Higgs condensation does not give the fermions
a “mass”; instead it reconstructs the Fermi sur-
face from large to small.

• The quantum phase transition has no gauge-
invariant “order parameter”, and it does not
break any global symmetries.

S. Sachdev, M. A. Metlitski, Y. Qi, and C. Xu, Phys. Rev. B 80, 155129 (2009)

D. Chowdhury and S. Sachdev, arXiv:1412.1086



Conclusions

1. Predicted d-form factor density wave order 
observed in the non-La hole-doped cuprate 
superconductors.

2. The d-form factor is an unexpected window 
into the electronic structure of the 
pseudogap, with evidence for a fractionalized 
Fermi liquid (FL*) model.



evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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evidence (explaining the rotational symmetry breaking) over a broad
temperature range in YBa2Cu3Oy (refs 14, 19–22). Therefore, instead
of being a defining property of the ordered state, the small amplitude of
the charge differentiation is more likely to be a consequence of stripe
order (the smectic phase of an electronic liquid crystal17) remaining
partly fluctuating (that is, nematic).
In stripe copper oxides, charge order at T5Tcharge is always accom-

panied by spin order at Tspin,Tcharge. Slowing down of the spin

fluctuations strongly enhances the spin–lattice (1/T1) and spin–spin
(1/T2) relaxation rates between Tcharge and Tspin for

139La nuclei. For
themore strongly hyperfine-coupled 63Cu, the relaxation rates become
so large that the Cu signal is gradually ‘wiped out’ on cooling below
Tcharge (refs 18, 23, 24). In contrast, the 63Cu(2) signal here in
YBa2Cu3Oy does not experience any intensity loss and 1/T1 does not
show any peak or enhancement as a function of temperature (Fig. 3).
Moreover, the anisotropy of the linewidth (Supplementary
Information) indicates that the spins, although staggered, align mostly
along the field (that is, c axis) direction, and the typical width of the
central lines at base temperature sets an uppermagnitude for the static
spin polarization as small as gÆSzæ# 23 1023mB for both samples in
fields of,30T. These consistent observations rule out the presence of
magnetic order, in agreement with an earlier suggestion based on the
presence of free-electron-like Zeeman splitting6.
In stripe-ordered copper oxides, the strong increase of 1/T2 on

cooling below Tcharge is accompanied by a crossover of the time decay
of the spin-echo from the high-temperature Gaussian form
exp(2K(t/T2G)2) to an exponential form exp(2t/T2E)18,23. A similar
crossover occurs here, albeit in a less extreme manner because of the
absence ofmagnetic order: 1/T2 sharply increases belowTcharge and the
decay actually becomes a combination of exponential and Gaussian
decays (Fig. 3). In Supplementary Information we provide evidence
that the typical values of the 1/T2E below Tcharge imply that antiferro-
magnetic (or ‘spin-density-wave’) fluctuations are slow enough to
appear frozen on the timescale of a cyclotron orbit 1/vc< 10212 s.
In principle, such slow fluctuations could reconstruct the Fermi sur-
face, provided that spins are correlated over large enough distances25,26

(see also ref. 9). It is unclear whether this condition is fulfilled here. The
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Figure 4 | Phase diagram of underdoped YBa2Cu3Oy. The charge ordering
temperature Tcharge (defined as the onset of the Cu2F line splitting; blue open
circles) coincides with T0 (brown plus signs), the temperature at which the Hall
constant RH changes its sign. T0 is considered as the onset of the Fermi surface
reconstruction11–13. The continuous line represents the superconducting
transition temperature Tc. The dashed line indicates the speculative nature of
the extrapolation of the field-induced charge order. The magnetic transition
temperatures (Tspin) are frommuon-spin-rotation (mSR) data (green stars)27.T0
and Tspin vanish close to the same critical concentration p5 0.08. A scenario of
field-induced spin order has been predicted for p. 0.08 (ref. 8) by analogy with
La1.855Sr0.145CuO4, for which the non-magnetic ground state switches to
antiferromagnetic order in fields greater than a few teslas (ref. 7 and references
therein).Ourwork, however, shows that spin order does not occur up to,30T.
In contrast, the field-induced charge order reported here raises the question of
whether a similar field-dependent charge order actually underlies the field
dependence of the spin order in La22xSrxCuO4 and YBa2Cu3O6.45. Error bars
represent the uncertainty in defining the onset of theNMR line splitting (Fig. 1f
and Supplementary Figs 8–10).
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Figure 3 | Slow spin fluctuations instead of spin order. a, b, Temperature
dependence of the planar 63Cu spin-lattice relaxation rate 1/T1 for p5 0.108
(a) and p5 0.12 (b). The absence of any peak/enhancement on cooling rules
out the occurrence of a magnetic transition. c, d, Increase in the 63Cu spin–spin
relaxation rate 1/T2 on cooling below,Tcharge, obtained from a fit of the spin-
echo decay to a stretched form s(t) / exp(2(t/T2)

a), for p5 0.108 (c) and
p5 0.12 (d). e, f, Stretching exponent a for p5 0.108 (e) and p5 0.12 (f). The
deviation from a5 2 on cooling arises mostly from an intrinsic combination of
Gaussian and exponential decays, combined with some spatial distribution of
T2 values (Supplementary Information). The grey areas define the crossover
temperature Tslow below which slow spin fluctuations cause 1/T2 to increase
and to become field dependent; note that the change of shape of the spin-echo
decay occurs at a slightly higher (,115K) temperature than Tslow. Tslow is
slightly lower thanTcharge, which is consistentwith the slow fluctuations being a
consequence of charge-stripe order. The increase of a at the lowest
temperatures probably signifies that the condition cÆhz2æ1/2tc= 1, where tc is
the correlation time, is no longer fulfilled, so that the associated decay is no
longer a pure exponential. We note that the upturn of 1/T2 is already present at
15T, whereas no line splitting is detected at this field. The field therefore affects
the spin fluctuations quantitatively but not qualitatively. g, Plot of NMR signal
intensity (corrected for a temperature factor 1/T and for the T2 decay) against
temperature. Open circles, p5 0.108 (28.5T); filled circles, p5 0.12 (33.5T).
The absence of any intensity loss at low temperatures also rules out the presence
of magnetic order with any significant moment. Error bars represent the added
uncertainties in signal analysis, experimental conditions andT2measurements.
All measurements are with H | | c.
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